
 
 

Coating Inspection Report 
 

PN:BBO_SHG_6_6_0.2_AR_800_400          Batch  Number: G3414-1 
Description:                                                         

Material:   BBO          Dimension :6x6x0.2mm3             Coating:  S1,S2:AR-800/400nm 
Coating Lot:  S1:08V-080723-01; S2:08V-080723-04; 
Quantity: 2pcs 
Crystal No.:   
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PERKIN  ELMER  Lambda 900 

Operator:  Fang Wang 
Approved by:  

Date:  25 July 2008 
Date:  25 July 2008 
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